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Nanostructured TiO2 thin films were deposited on AISI 304 austenitic stainless steel by sol–gel process,
dip coating technique. Influence of the number of layers, addition of polyethylene glycol (PEG) in initial
sol, morphology and the surface roughness parameters of titania films on corrosion resistance of coated
stainless steel were examined. Prepared films were characterized by SEM-EDS and AFM analysis. Electro-
chemical corrosion behavior of the coated stainless steel substrates was evaluated in simulated marine
environment in 3 wt.% aqueous NaCl solution by electrochemical impedance spectroscopy (EIS) and in
0.5 M aqueous HCl solution by potentiodynamic polarization.
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1. Introduction

One of the most common causes of metal components failure is
damage due corrosion. Corrosion of metals cannot be totally elim-
inated, but its intensity can be reduced with the selection of appro-
priate materials for particular application, by using new alloys,
corrosion inhibitors or protective films and coatings deposited
onto the metal surface, especially in aggressive environments. Cor-
rosion properties of stainless steels have been studied by a great
number of authors. Stainless steels are known for their good corro-
sion resistance in many corrosive environments, but in the pres-
ence of chloride ions are susceptible to localized corrosion [1–4].
For that reason stainless steels are often additionally protected
(coatings, corrosion inhibitors) when used in chloride environ-
ment. There is a current need for alternative coatings that can pro-
vide corrosion resistance to metal or alloy surfaces due to the
environmental hazards posed by conventional coatings, such as
chromates. Generally, ceramics and ceramic coatings with good
passivity, low conductivity or insulating properties and good tribo-
logical properties show good corrosion resistance in aggressive
media. Therefore, ceramics oxide films and coatings like TiO2,
Al2O3, ZrO2, SiO2, etc. can be deposited on metals to improve their
surface properties [5–11]. There are several techniques for the
deposition of ceramics films and coatings on metal substrate, such
as chemical vapor deposition (CVD) [12], physical vapor deposition
(PVD) [13], plasma spraying [14], electrochemical deposition [15]
and sol–gel process [5,6,10,16–22]. The sol–gel method is an envi-
ronmentally friendly technique of surface protection and had
showed the potential for the replacement of toxic pretreatments
and coatings which have traditionally been used for increasing cor-
rosion resistance of metals. The sol–gel method, also known as
chemical solution deposition, is a wet-chemical technique, a pro-
cess involving following steps: hydrolysis and polycondensation,
gelation, aging, drying, densification and crystallization. A sol–gel
coating can be applied to a metal substrate through various tech-
niques, such as dip-coating, spin-coating and spraying [16,22].
The most important advantages of sol–gel process are: low equip-
ment costs, low processing temperature, good homogeneity, use of
compounds that do not introduce impurities into the end product
as initial substances thus making it ‘‘green’’, waste-free technology.
These advantages make the sol–gel process one of the most appro-
priate technologies for preparation of thin, nanostructured films.
Sol–gel technology has been significantly improved in the past
20 years.

Nanostructured coatings of titanium dioxide are interesting
because of their good properties, such as high hardness, chemical
stability and ability to provide effective protection to metal
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substrate, resistance to oxidation and wear, high refractive index,
high dielectric constant, good antibacterial and photoelectrochem-
ical properties [23,24].

In this paper, in order to improve corrosion behavior of stainless
steel AISI 304 (X5CrNi18–10), ceramics nanostructured TiO2 thin
films were deposited on the steel surface by the sol–gel process,
dip coating technique. Corrosion resistance of coated steel was
examined in neutral and acid chloride media by means of electro-
chemical impedance spectroscopy (EIS) and polarization measure-
ments. The influence of the titania films properties, such as number
of layers, the surface roughness parameters and morphology on
corrosion resistance of stainless steel was investigated.

2. Experimental procedure

2.1. Materials

For this study, austenitic stainless steel plates AISI 304 with
dimensions of 10 � 10 � 2 mm were used as substrates. Chemical
composition of the stainless steel was determined by the glow dis-
charge optical emission spectroscopy (GDS 850A, Leco). Chemical
composition of the investigated steel is shown in Table 1, and cor-
responds to stainless steel grade AISI 304 (X5CrNi18–10).

Before the deposition of films, steel substrates were ground
with SiC abrasive discs (180–1000 grit) and then polished with dia-
mond paste (3 lm and 0.25 lm). Substrates were then ultrasoni-
cally cleaned in acetone and subsequently dried prior to the
deposition process.

2.2. Sol–gel TiO2 films

For the preparation of colloidal solutions (TiO2 sols), the follow-
ing components were used:

(i) titanium (IV) isopropoxide (Ti(C3H5O12)4)-TIP as a precursor,
(ii) i-propanol (C3H7OH)-POH as a solvent,

(iii) nitric acid (HNO3) 0.5 M as a catalyst,
(iv) acetylacetone (CH3(CO)CH2(CO)CH3)-AcAc as a chelating

agent,
(v) polyethylene glycol, PEG (H(OCH2CH2)nOH), Mr = 5000–

7000, as an organic/polymer additive.

Two sols were prepared: sol 1 and sol 2. Sol 1 was prepared by
dissolving titanium isopropoxide in i-propanol. A magnetic stirrer
was used to continuously stir the liquid. Then, acetylacetone and
nitric acid were added successively. Sol 1 was stirred vigorously
for 2 h and after that it was sonicated for 30 min. Sol 2 was pre-
pared using the same procedure as one described for sol 1 with
only one exception, i.e. the addition of 2 g of polymer–polyethyl-
ene glycol (PEG).

The molar ratio of the reagents was: TIP:POH:AcAc:
HNO3 = 1:38.3:0.7:0.02, respectively.

Stainless steel plates were dipped once and three times into sol
1 and sol 2 by an in-house developed, electrically driven pulley
system, simultaneously. Steel substrates were dipped into sol at
a rate of 10 mm/min, then were held in solutions for 3 min, in or-
der to allow surface wetting. The withdrawal speed was also
10 mm/min. After each dip, the steel substrates were dried at room
temperature for 20 min. After drying at room temperature, each
Table 1
The chemical composition of steel substrate, wt.%.

Elements C P S Si Mn

wt.% 0.06 0.037 0.006 0.38 1.1
steel substrate was dried at 100 �C for an hour. After dip-coating
and drying, each steel substrate was calcined at 550 �C for 4 h.
After dipping, sol 1 and sol 2 were left at room temperature to al-
low the solvent to evaporate. After evaporation of the solvent, the
gel was formed from sol 1 and sol 2 and calcined at 550 �C and pre-
pared in the form of a powder. The powders were analyzed in
terms of phase composition of TiO2 by means of X-ray diffractom-
eter (Philips PW3040/60 X’Pert PRO powder diffractometer, Alme-
lo, The Netherlands) with Cu Ka radiation (k = 1.54055 Å) at 45 kV
and 40 mA.

2.3. Surface analysis

The morphology and chemical compositions of the TiO2 films on
steel substrates were determined by means of the scanning elec-
tron microscopy (Tescan Vega TS5136LS) equipped with the EDS
detector.

The surface topography and the roughness of the TiO2 films
were determined by the Multimode AFM with a Nanoscope IIIa
controller (Veeco Instruments Santa Barbara, CA) with a vertical
engagement 125 lm scanner (JV). Contact mode imaging was per-
formed under ambient conditions in air, by silicon tips (NP, Nom.
Freq. 18 kHz, Nom. Spring constant of 0.06 N/m), and at a scan res-
olution of 512 samples per line. The linear scanning rate was opti-
mized between 1.0 and 2.0 Hz at a scan angle of 0�. Images were
processed and analyzed by means of the offline AFM NanoScope
software, version 5.12r5. Roughness Analysis software option
was used to perform roughness analyses on five different
2 lm � 2 lm imaged surface area for each sol–gel TiO2 film. Re-
sults are presented as the Ra, Rq, Rz, Rmax and the Z range values
(mean ± standard deviation).

2.4. Electrochemical measurements

Measurements were performed by means of electrochemical
methods (AC and DC techniques) at room temperature.

Electrochemical measurements were conducted in a conven-
tional three electrode cell in simulated marine environment in near
neutral 3 wt.% (0.51 M) aqueous NaCl solution as well as in 0.5 M
HCl. All solutions were prepared from p.a. grade chemicals (Merck)
and bidistilled water. Saturated calomel electrode (SCE) was used
as a reference and platinum plate as the counter electrode. Mea-
surements were performed using PAR 263A potentiostat/galvano-
stat and frequency response analyzer 1025.

Electrochemical impedance spectroscopy (EIS) measurements
were conducted in 3 wt.% NaCl after 1 h immersion. Measurements
were performed in the frequency range from 100 kHz to 0.01 Hz.
The amplitude of the voltage perturbation was 0.01 V rms. All
experiments were performed at open circuit potential.

Corrosion resistance of bare and coated stainless steel was also
examined in 0.5 M HCl by means of polarization measurements.
After 1 h of immersion in test solution, polarization curves were
scanned in narrow (±0.02 V vs. open circuit potential) and wide
(±0.15 V vs. open circuit potential) potential window. Potential
scan rate was 0.166 mV s�1. Data obtained in narrow potential
window were used for the determination of the polarization resis-
tance, i.e. linear polarization method, while the data obtained in
wide potential window were analyzed by Tafel extrapolation
method.
Cu Mo Cr Ni Fe

8 0.32 0.16 17.9 7.76 Balance
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3. Results and discussion

3.1. SEM-EDX and XRD analysis

Fig. 1A and B shows surface morphology of TiO2 film 1 and film
2 with three layers obtained by SEM analyses, while Fig. 1C and D
represents their corresponding EDS spectra.

It is clear that the obtained films were free from cracks (Fig. 1A
and B). Results of EDS spectra (Fig. 1C and D) of the coated surface
of stainless steels confirm the uniform and compact TiO2 film
formation.

The crystalline structure of two calcined TiO2 samples was ana-
lyzed by X-ray diffraction. The XRD patterns of both samples con-
firm the presence of two crystalline phases: anatase and rutile
(Fig. 2A and B). By comparing the XRD patterns of both samples,
it can be observed that powder 1 (TiO2 powder without the addi-
tion of PEG) and powder 2 (TiO2 powder with PEG) contain differ-
ent amounts of anatase and rutile phase. Powder 2 has a higher
amount of anatase phase and a lower amount of rutile phase than
powder 1. During calcining, polyethylene glycol (PEG) degrades
and slowes down the transformation from anatase phase to rutile
phase, which explains why powder 2 contains a higher amount
of anatase phase.

3.2. AFM analysis

Fig. 3 shows the three-dimensional AFM micrographs of the
surface of one layer and three layers TiO2 films, respectively. All
images are presented as raw data except for the first-order two-
dimensional flattening. Images were processed and analyzed by
means of the offline AFM NanoScope software, version V5.31r1.
Fig. 1. SEM images of deposited sol–gel TiO2 films on 304 type stainless steel: (A) TiO2 film
layers; (C) EDS measurements of TiO2 film 1 with three layers and (D) EDS measurement
(obtained from sol with PEG).
As shown in Fig. 3A–D the films reveal a surface morphology
homogenously covered with titania layer with granular surface.
For all deposited TiO2 films following roughness parameters were
determined: Ra (the arithmetic average of absolute values of the
surface height deviations measured from the mean plane), Rq

(the root mean square average of height deviations taken from
the mean data plane), Rz (the average difference in height between
five highest peaks and five lowest valleys relative to the mean
plane), Rmax (the maximum vertical difference in height between
five highest peaks and five lowest valleys relative to the mean
plane) and Z range (the maximum vertical distance between the
highest and lowest data point within the analyzed region) values.
The roughness parameters are obtained using Roughness analysis
within Nanoscope V5.31r1 software. The roughness parameters
of all investigated TiO2 films are presented in Table 2.

All determined roughness parameters increase with the
increasing number of layers (Table 2). The Ra values of the sin-
gle-layer and three-layer sol–gel TiO2 films without PEG are
2.10 ± 0.02 nm and 5.11 ± 0.04 nm, respectively. The Ra values
were lower than those reported in the literature [25–27], indicat-
ing a possibility that the films are optically smooth [25]. The lower
roughness value represents good homogeneity of the TiO2 particles
on the surface [28]. The surface morphology is also affected by the
number of layers of TiO2 film without the addition of PEG, which
can be noted in the results of the roughness parameters presented
in Table 2.

The addition of a small amount of PEG to a TiO2 film changes the
surface morphology, as well as the roughness parameters. With the
addition of PEG, films become rougher. Roughness parameters (Ra,
Rmax, Rq, Rz and Zmax) are higher in comparison to the values found
in a sol–gel TiO2 film without the addition of PEG, which is in
1 with three layers; (B) SEM images of the surfaces of sol–gel TiO2 film 2 with three
s of TiO2 film 2 with three layers. Film 1 (obtained from sol without PEG) and film 2
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Fig. 2. XRD patterns of the TiO2 powder prepared (A) without the addition of PEG to the initial sol 1 and (B) with the addition of PEG to the initial sol 2.

Fig. 3. Three dimensional AFM micrograph of deposited TiO2 films: (A) TiO2 film 1 with one layer, (B) TiO2 film 1 with three layers, (C) TiO2 film 2 with one layer and (D) TiO2

film 2 with three layers. All images are taken in 500 nm � 500 nm area. Vertical scale in all images is 50 nm. Film 1 (obtained from sol without PEG) and film 2 (obtained from
sol with PEG).

Table 2
The roughness parameters (mean value ± standard deviation – SD) of sol–gel TiO2 film 1(obtained from sol without PEG) and film 2 (obtained from sol with PEG) with one layer
and three layers.

Sol–gel TiO2 film Ra (nm), mean ± SD Rq (nm), mean ± SD Rz (nm), mean ± SD Rmax (nm), mean ± SD Zmax (nm), mean ± SD

Film 1, one layer 2.10 ± 0.02 3.19 ± 0.04 3.98 ± 0.05 45.90 ± 0.6 46.7 ± 0.3
Film 1, three layers 2.69 ± 0.03 4.47 ± 0.06 4.88 ± 0.07 52.60 ± 0.3 56.8 ± 0.4
Film 2, one layer 5.11 ± 0.04 7.90 ± 0.06 12.60 ± 0.1 137.0 ± 0.8 137.0 ± 0.8
Film 2, three layers 10.20 ± 0.03 12.9 ± 0.05 38.6 ± 0.2 156.0 ± 0.9 159.0 ± 0.9
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performed in 3 wt.% NaCl. Symbols represent experimental data and solid lines
fitted data.
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agreement with the results reported in literature [29]. Grain
boundaries become less sharp and the matrix shows a smoother
appearance. These results could be explained by assuming that
the PEG adsorbed on the surface of TiO2 particles produces stabil-
ization by steric effects and leads to the formation of more compact
and higher aggregates. Similar surface roughnesses was reported in
[30,31].

Smoother surfaces favorably affect the chemical resistance of
coatings, while increased surface roughness implies higher total
surface, which can act to improve the photocatalytic activity
[32]. The size (diameter) of titania particles present in films
(Fig. 3) is found to in the range of 4–14 nm (Table 3) and particle
height is found to be in the range of 1.1–2.1 (Table 3). These results
reveal the formation of nanostructures on the surface of films.

3.3. Electrochemical impedance spectroscopy

Protective properties of TiO2 films in 3 wt.% NaCl solution were
examined by electrochemical impedance spectroscopy measure-
ments. Corrosion potentials determined after 1 h of exposure to
test solution are given in Table 4. Unprotected steel sample had
the most negative corrosion potential, while the potentials of
coated samples were more positive indicating decrease of anodic
dissolution current. Actually, corrosion potential of TiO2 coated
samples is shifted into passive region of AISI 304 in NaCl solution
[33].

Results obtained by EIS are presented in Fig. 4 (Nyquist plot)
and Fig. 4 (Bode plot). As can be clearly seen from Fig. 4, imped-
ances of all TiO2 coated samples are significantly greater than those
of the unprotected sample. For both kinds of TiO2 films improve-
ment of protective properties is observed with the increase of film
thickness. Film 1, however, presents better protection than film 2.

EIS spectrum for bare AISI 304 (Fig. 5) exhibits one time con-
stant, corresponding to corrosion process occurring at the metal
surface. For TiO2 coated samples at least two time constants can
be observed (Fig. 5). The one in the high frequencies region (HF)
can be attributed to the TiO2 protective film. Time constant at low-
er frequencies (LF) is probably associated with the EIS response of
the corrosion process occurring at the TiO2/steel interface [34].
Appearance of LF time constant indicates that both kinds of TiO2

films exhibit certain degree of porosity as corrosion process occurs
on spots where electrolyte penetrates through the pores of the
coating to the metal surface. The LF time constant is found at lower
frequencies for film 1 than for film 2, for both one and three layers.
Impedance spectra were fitted using the equivalent circuits given
in Fig. 6. Fitted parameters are shown in Table 5, while solid lines
in Figs. 4 and 5 represent the fitting curves. EIS spectra for bare
stainless steel can be represented by simple equivalent circuit
shown in Fig. 6 where Rel stands for the resistance of the electro-
Table 3
Results of TiO2 films particle height and diameter (mean value with corresponding
standard deviation – SD) obtained from the analyzed area 500 nm � 500 nm.

Sol–gel TiO2 film Height (nm), mean ± SD Diameter (nm), mean ± SD

Film 1, one-layer 1.8 ± 0.8 14 ± 20
Film 1, three-layer 2.1 ± 0.9 11 ± 12
Film 2, one-layer 1.6 ± 0.6 8 ± 16
Film 2, three-layer 1.1 ± 0.3 4 ± 11

Table 4
Corrosion potentials of bare AISI 304 stainless steel and coated with TiO2 film 1 (obtained f

Sample Bare AISI 304 TiO2 film1, one layer TiO2 film

Ecorr (mVSCE) �567 �306 �305
lyte, Rct charge transfer resistance of the steel, Cdl pseudocapaci-
tance of double layer formed at the metal solution interface and
n is a coefficient associated to the system homogeneity. Equivalent
circuit describing the behavior of steel coated by film 2 (obtained
from sol with PEG) is commonly proposed for metal covered by
coating with defects [35]. In this circuit Rpore is the pore electrical
resistance to the ionic current through the pores and Ccoat repre-
sents the coating pseudocapacitance. In order to describe EIS spec-
tra obtained for stainless steel protected by film 1 (obtained from
sol without PEG) additional diffusion element was necessary at
intermediate frequencies (Fig. 5C). This element, cotangent-hyper-
bolic diffusion impedance (O) represents the finite length diffusion
inside the pores [36–38]. The impedance response for finite length
diffusion is:

ZD ¼
tanh½KDðjxÞ0:5�

Y0ðjxÞ0:5
ð1Þ

where KD ¼ l=
ffiffiffiffi

D
p

ð2Þ

In this equation l represents pore length and D diffusion coefficient.
Such equivalent electrical circuit was also used by Liu et al. [36,37]
to describe behavior of steel covered by CrN PVD coating in 0.5 M
NaCl and Lopez et al. [38] to describe behavior of multilayer sil-
ica-methacrylate hybrid coating on stainless steel.

The relatively low values of Rpore (Table 5) indicate that the
electrolyte penetrates into the pores of coating. The highest Rpore

value was obtained for the sample protected by film 1 with three
layers indicating that this is the least porous coating. The fact that
for interpretation of EIS data for film 1 additional diffusion element
was necessary indicates that film 1 has denser and finer micro-
structure than film 2 coating for which corrosion process is not dif-
fusion limited. KD characterizes the time necessary for aggressive
ions to diffuse through the pores, as expected, it is lower for coat-
ing with one layer than for the coating with two layers. The same
applies for admittance related to the pore diffusion it is smaller for
thicker coating. Polarization resistance of each sample can be
determined as a sum of all resistive elements in the equivalent cir-
rom sol without PEG) and film 2 (obtained from sol with PEG) in 3 wt.% NaCl solution.

1, three layers TiO2 film 2, one layer TiO2 film 2, three layers

�478 �355
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Fig. 5. Bode impedance plots for bare AISI 304 stainless steel and coated by two kinds of ceramic sol–gel TiO2 films: film 1 (obtained from sol without PEG) and film 2
(obtained from sol with PEG) with one layer and three layers. Measurements were performed in 3 wt.% NaCl. Symbols represent experimental data and solid lines fitted data.
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Fig. 7. Polarization curves obtained in 0.5 M HCl for stainless steel with and
without sol–gel titania films with three layers: film 1 (obtained from sol without
PEG) and film 2 (obtained from sol with PEG).
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cuit (except the resistance of the electrolyte between working and
reference electrode). It can be seen that the polarization resistance
of AISI 304 stainless steel protected with only one layer of TiO2 film
1 is twelve times greater than that of unprotected steel. When
three layers of film 1 were applied, polarization resistance
Table 5
EIS fitting parameters for bare and coated AISI 304 stainless steel in 3 wt.% NaCl. Film 1 (

Sample Bare AISI 304 TiO2 film1, single layer TiO2 fi

Rpore (X cm2) – 120 943
Ccoat (lF cm�2) – 1.97 1.33
n – 0.87 0.66
Y0 for O (lS s1/2 cm�2) – 338.2 112.5
KD (s1/2) – 1.3 6.34
Rct (kX cm2) 3.37 32.2 68.1
Cdl (lF cm�2) 101 55.4 30.3
ndl 0.83 0.91 1
increased twenty times. For samples protected by film 2 similar
behavior was observed, although the increase of polarization resis-
tance was slightly lower. Improvement of polarization resistance
obtained in this work is alike or even better than ones found in lit-
erature for various types of ceramic coatings. Ruhi et al. [21] exam-
ined the corrosion resistance of sol–gel alumina coatings on mild
steel in 3.5% NaCl and the maximal increase of polarization resis-
tance was about ten times. Cheragi et al. [39] studied corrosion
behavior of TiO2–NiO films on AISI 316L stainless steel in 3.5%
NaCl. They have found that the highest degree of protection is ob-
tained when four layers of ceramic coating are applied, in which
case corrosion current decreased approximately six times.
obtained from sol without PEG) and film 2 (obtained from sol with PEG).

lm 1, three layers TiO2 film 2, single layer TiO2 film 2, three layers

106 161
2.97 1.31
0.69 0.69
– –
– –
9.03 42.5
42.4 29.9
0.81 0.79
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Table 6
Corrosion parameters for bare and coated stainless steel in 0.5 M HCl determined by
the Tafel extrapolation method. Film 1 (obtained from sol without PEG) and film 2
(obtained from sol with PEG).

Sample Ecorr

(mVSCE)
jcorr

(lA cm�2)
ba

(mV dec�1)
�bc

(mV dec�1)

Bare AISI 304 �414 64.85 91 128
TiO2 film 1, three

layers
�379 7.77 66 108

TiO2 film 2, three
layers

�390 10.01 77 101
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Fig. 8. Polarization curves obtained in narrow potential range for stainless steel
with and without sol–gel titania films in 0.5 M HCl, film 1 (obtained from sol
without PEG) and film 2 (obtained from sol with PEG).

Table 7
Corrosion parameters determined from linear polarization measurements in 0.5 M
HCl. Film 1 (obtained from sol without PEG) and film 2 (obtained from sol with PEG).

Sample jcorr (lA cm�2) Rp (kX cm2)

Bare AISI 304 20.52 1.115
TiO2 film 1, three layers 8.31 2.140
TiO2 film 2, three layers 11.65 1.628
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3.4. Tafel extrapolation method

Behavior of bare and TiO2 coated AISI 304 stainless steel in
acidic chloride media was examined by means of polarization mea-
surements in narrow and wide potential range. The acid chloride
media is much more aggressive media than NaCl for that reason
studies in acid media were performed only on samples protected
Fig. 9. AFM micrograph of sol–gel TiO2 film 1 (obtained from sol without PEG) with thr
scale is 80 nm. Surface topography is presented as a (B) zoomed height profile along the
20 lm � 20 lm, vertical scale 90 nm); (C) a 3D-view of height data (scan size 5 lm � 5
by three-layer coatings. Polarization curves for bare stainless steel
and three-layer TiO2 films are given in Fig. 7. It can be seen that
both films decrease corrosion rate of unprotected steel. Both ano-
dic and cathodic current densities decreased for samples coated
either by film1 or film 2 coating. Corrosion parameters: corrosion
potential (Ecorr), corrosion current density (jcorr) and anodic and
cathodic Tafel slopes (ba, bc) were determined from polarization
curves by Tafel extrapolation method (Table 6). The application
of Tafel’s law assumes that the interface is under kinetic control,
in spite of the existence of aprotection layer. As the voltammetric
curve indicates quite high currents, it is reasonable to assume that
the systems are under active corrosion, therefore Tafel law applies.

Corrosion parameters presented in Table 6 confirm that titania
film 1 exhibits better protection of underlying stainless steel than
film 2. Unlike in neutral media, in acid corrosion potential of
coated samples was not very much different from that of the bare
sample.

3.5. Linear polarization

Studies of protective titania films in 0.5 M HCl were also per-
formed by the polarization in the narrow potential range – linear
polarization. Polarization curves obtained for AISI 304, bare and
protected by three layers of examined titania films are given in
Fig. 8.

The values of polarization resistance for each studied sample,
determined from polarization curves (Fig. 8), are given in Table 7.
Corrosion current densities were calculated according to Stern–
Geary equation:

jcorr ¼
B
Rp

ð3Þ
ee layers after corrosion. (A) Height image is taken in 80 lm � 80 lm area. Vertical
indicated lines (‘‘Section analysis’’) of the denoted region on figure (A); (scan size

lm, vertical scale 100 nm).



Fig. 10. AFM micrograph of sol–gel TiO2 film 2 (obtained from sol with PEG) with three layers after corrosion. (A) Height image is taken in 100 lm � 100 lm area. Vertical
scale is 1 lm. Surface topography is presented as a (B) zoomed height profile along the indicated lines (‘‘Section analysis’’) of the denoted region on figure (A); (scan size
20 lm � 20 lm, vertical scale 800 nm); (C) a 3D-view of height data (scan size 5 lm � 5 lm, vertical scale 1500 nm).
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where constant B is:

B ¼ jba � bcj
2:303 � ðba þ jbcjÞ

ð4Þ

Results obtained by linear polarization measurements confirm that
in 0.5 M HCl coating of TiO2 decreases the dissolution rate of under-
lying stainless steel. As in 3 wt.% NaCl better protection is achieved
with titania film 1 than with film 2. However, in acid solution the
polarization resistance of AISI 304 coated by three layers of TiO2

film 1 is only nine times bigger than that of unprotected sample
while in neutral media this ratio was 20:1. HCl is more aggressive
medium than NaCl and the corrosion process that may occur in
pores is much faster (Rp of stainless steel in acid is ten times lower
than in neutral chloride media), which may lead to accumulation of
corrosion products at the TiO2/metal interface, promoting the for-
mation of defects and micro-cracks in the coating.

3.6. AFM analysis after exposure to 0.5 M HCl

The morphology of film 1 and film 2 with three layers after
exposure to 0.5 M HCl (after polarization studies) is analyzed by
AFM. The AFM imaging of both films reveals the corrosion effect
on the investigated surfaces (Figs. 9 and 10). While the structure
of the film 1 after corrosion remained grainy with randomly placed
pores with its depth of 40 nm, the film 2 surface displays signifi-
cant effect of corrosion. There is appearance of pores whose depth
reaches values up to 500 nm.

Yu et al. [40] has examined the influence of PEG addition on the
photocatalytic activity of TiO2 films prepared by the sol–gel meth-
od. They came to the conclusion that surface structure and photo-
catalytic activity of resultant thin films formed on soda-lime plate
substrates significantly depends on the concentration of PEG in the
precursor solution. Their work indicates that during the heat treat-
ment, decomposition of PEG occurs, which results in the formation
of pores in the TiO2 film. The diameters of such pores were found to
be 100–500 nm depending on PEG concentration.

In our work it was observed that PEG contributes to higher sur-
face roughness of titania films, but it is also quite possible that fine
pores have formed during the heat treatment of the film due to the
PEG decomposition. Through these pores electrolyte may penetrate
and reach steel surface leading to its corrosion. AFM examination
of both coatings after exposure to 0.5 M HCl (Fig. 10) clearly shows
that deeper and larger pores develop on film 2 than on film 1. This
explains the results obtained by EIS that have indicated much eas-
ier diffusion of aggressive species through film 2 than film 1 coat-
ing. This is also the reason why film 1 exhibits better protective
properties than film 2.

4. Conclusions

1. Titania films, free from cracks uniform and compact, were
coated on 304 stainless steel by sol–gel method with and with-
out addition PEG in initial sol.

2. AFM measurements of the titania coated stainless steel speci-
mens confirms the nanostructured nature of the films.

3. After exposure to corrosive media, it was found that the surface
of both films exhibits small pores, especially for the film pre-
pared with addition of PEG.

4. EIS measurements have proven that corrosion resistance of
stainless steel in a simulated marine environment in 3 wt.% of
NaCl solution, increases with increasing the number of layers
of both sol–gel TiO2 films. The highest polarization resistance
was obtained for steel protected by sol–gel TiO2 film with three
layers prepared without addition of PEG.

5. Corrosion parameters determined by Tafel polarization and lin-
ear polarization method in 0.5 M HCl showed that deposited
sol–gel TiO2 all films significantly improved the corrosion resis-
tance of investigated stainless steel. The best corrosion protec-
tion results were obtained by sol–gel TiO2 film obtained from
the sol without addition of organic additive PEG.
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